
Technical Data Test Method Test Results

Thickness in total EN 428
… …

4.5mm
…

Thickness of wear layer EN 429 0.3mm
… …

EN 43 ≈9.45kg/sq,m0Weight in total
… …

EN 431Peeling strength of layers Pass

GoodShearing forces of layers EN 432

Residual indentation after static load EN 433 Mean value 0.01mm

Shrinkage≤0.05%Dimension stability EN 434 Curling≤0.02mm
Flexibi ity-10mm mandrel EN 435 NO Damage

EN 433Resistance to chemicals Class 0

NO disturbanceEN 435Bearing a castor chair
NO.delamination

Colorfastness to light ISO 105 B02 ≥6
…

EN 660Wear resistance Pass

Toxic EN 71-3 Complies

NFPA class BASTM E84-03Resistance to fire B1GB8624-2012

DIN 51130 R9Slip resistance

Performance classificat ion EN 685 23,34,43


